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Dielectric response of isolated carbon nanotubes investigated by spatially resolved electron
energy-loss spectroscopy: From multiwalled to single-walled nanotubes

O. Stéphan,1,* D. Taverna,1 M. Kociak,1 K. Suenaga,2 L. Henrard,3 and C. Colliex1
1Laboratoire de Physique des Solides, Associe´ au CNRS, Baˆtiment 510, Universite´ Paris-Sud, 91405 Orsay, France

2JST-ICORP, Department of Physics, Meijo University, Nagoya 468-8502, Japan
3Laboratoire de Physique du Solide, Faculte´s Universitaires Notre-Dame de la Paix,

61 rue de Bruxelles, 5000 Namur, Belgium
~Received 11 February 2002; published 25 October 2002!

To investigate the dielectric response of isolated single-walled carbon nanotubes,~SWCNTs!, spatially
resolved electron energy-loss spectroscopy measurements have been carried out using a scanning transmission
electron microscope in a near-field geometry. Spectra have been compared with those acquired on multiwalled
carbon nanotubes~MWCNTs! made of different numbers of layers, and with simulations performed within the
framework of the continuum dielectric theory, taking into account the local anisotropic character of these
nanostructures and adapted to the cylindrical geometry. Experimental data show a dispersion of mode energies
as a function of the ratio of the internal and external diameters, as predicted by the continuum dielectric model.
For thin MWCNTs, two polarization modes have been identified at 15 and 19 eV, indexed as tangential and
radial surface-plasmon modes, respectively, resulting from the coupling of the two surface modes on the
internal and external surfaces of the nanotubes. We finally show that the dielectric response of a SWCNT,
displaying a single energy mode at 15 eV, can be understood in the dielectric model as the thin layer limit of
surface-plasmon excitation of MWCNTs.

DOI: 10.1103/PhysRevB.66.155422 PACS number~s!: 73.20.Mf, 73.22.Lp, 68.37.Lp, 68.37.Uv
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I. INTRODUCTION

Optical properties of nanoparticles and nanostructu
materials nowadays constitute a very exciting field of inv
tigation for applications, such as the realization of integra
optical circuits. Many recent efforts concern the wave gu
ing of subwavelength excitations in the surface polari
band-gap material,1 the development of photonic band-ga
devices in the visible domain,2 or the possibility of tuning the
plasmon frequency of nanostructured materials.3 In such a
context, a detailed understanding of the plasmon excita
modes of isolated nanostructures, as well as their evolu
and coupling when nanostructures form arrays, is of pri
interest. Among nanostructures, anisotropic nanoparti
have been less extensively studied. So far, dielectric mo
for locally anisotropic nanospheres4–6 and isotropic
nanocylinders7,8 have been proposed and experimenta
validated.9,10 We have therefore extended the dielect
model to anisotropic cylinders11 and first numerical data ar
used in the present contribution in order to interpret our
perimental data.

In a recent paper, we have analyzed the electrostatic l
of the surface-plasmon coupling of thin and thick anisotro
WS2 nanocylinders.12 We have concluded that in the ver
thin shell limit, the two collective surface modes occurri
from the coupling between the internal and external surfa
of the hollow cylinder can be indexed as a tangential~sym-
metric! and a radial~antisymmetric! mode as defined in the
isotropic case. Moreover, each mode can be separately a
ciated with a specific component of the dielectric tensor
the corresponding lamellar WS2 bulk material.12

In the present paper, we show that electron energy-
spectroscopy ~EELS! measurements in a near-fie
0163-1829/2002/66~15!/155422~6!/$20.00 66 1554
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geometry13 in a scanning transmission electron microsco
~STEM! can be used to measure the dielectric response
individual carbon nanotubes made of a well-defined num
of layers down to a single one. We show that the dielec
response of a single-walled carbon nanotube~SWCNT! is
characterized~besides thep plasmon! by an isolated mode a
15 eV. Although reported previously in the literature,14,15this
mode has not been interpreted so far. By comparing the
electric response of a SWCNT with that of multiwalled ca
bon nanotubes~MWCNTs! made of different numbers o
layers, we show that this single mode is well understood a
limiting case of surface-plasmon modes of MWCNTs wh
only the tangential mode remains. Beyond the interpreta
of this spectrum, we validate one of the major predictions
the dielectric theory, i.e., ther /R ratio dependence~wherer
andR are, respectively, the inner and outer radii of the na
tubes! of the energy position of the surface-plasmon exci
tions in hollow nanoparticles. We also point out the count
intuitive result that in this situation the notion of dielectr
continuum remains relevant for the description of such a t
object ~SWCNT! made up of a monoatomic layer.

II. EXPERIMENTS AND SIMULATIONS

SWCNT samples were synthesized by arc discharge
described in Ref. 16. MWCNTs were synthesized by che
cal vapor deposition as described in Ref. 17. They exhibit
peculiarity of being made up of a very small number of la
ers, typically from two to six. It corresponds to the ide
morphology for evidencing surface-plasmon coupling in h
low cylinders.

EELS measurements were performed in a STEM V
HB501 with a field-emission gun operated at 100 keV a
fitted with a Gatan 666 parallel-EELS spectrometer. Suc
©2002 The American Physical Society22-1
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O. STÉPHAN et al. PHYSICAL REVIEW B 66, 155422 ~2002!
STEM instrument delivers a 0.5-nm electron probe of h
brightness for local analysis at the nanometer scale. EE
spectra were recorded with a charge-coupled device cam
optically coupled18 to a scintillator in the imaging plane of
Gatan magnetic sector. The specificity of a STEM is to p
vide multisignal detection from a nanovolume of analysis.
these experiments, a high angle annular dark field~HADF!
detector has been used, for simultaneous dark field ima
in parallel with the EELS analysis. This imaging mode
very useful when applied to nanotubes, because of the sim
interpretation of the recorded contrast. Indeed, the signa
tensity is directly proportional to the projected mass.19 In the
case of simple objects, straightforward information on th
topography and morphology can then be extracted. In
present study, HADF profiles have been exploited to de
mine the values of the inner and outer radiir and R of the
investigated nanotubes. For nanotubes made of a small n
ber of layers~less than three!, bright field images were also
recorded for improving the nanotube structural parame
identification.

We have operated the STEM in the so-called ‘‘spectr
imaging’’ mode,20,21 which consists of acquiring spectro
scopic information~in our case combined with topograph
information! for every position of the subnanometer prob
typically of 0.5-nm diameter, as it is scanned along a p
defined line across the selected nano-object. Figure~a!
shows an example of such a spatially resolved EELS exp
ment on a SWCNT. The beam was scanned from vacuum
a large impact parameter~the impact parameter is defined
the distance between the electron probe position and the
of the nanotube! to the center of the nanotube, with spat
increments of 0.25 nm. Note that in this case the signa

FIG. 1. ~a! Series of EELS spectra acquired while scanning
STEM probe across an isolated SWCNT.~b! Two spectra for pen-
etrating ~top! and nonpenetrating~bottom! geometry. ~c! Bright
field image.~d! HADF profile.
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well sampled, the step size being about half the probe s
Each individual spectrum was recorded with a 0.4-s acqu
tion time and a 0.5-eV resolution. An unambiguous ident
cation of the impact-parameter value was made possible
the simultaneous acquisition of the HADF profile. Speci
spectra corresponding to grazing incidence, or to penetra
or nonpenetrating geometry, can then be discriminated.
HADF profile @Fig. 1~d!#, a bright field image@Fig. 1~c!#, as
well as two selected EELS spectra for a penetrating an
nonpenetrating geometry@Fig. 1~b!# are also shown.

For studying surface-plasmon modes on isolated na
tubes, we have selected spectra recorded in a nonpenetr
geometry for which no contribution of bulk modes is e
pected. From a classical point of view, for nanotubes as w
as for all nanoparticles, the measured energy loss can
understood as follows: an electron traveling along the p
ticle aloof a classical trajectory excites its surface dielec
modes, which gives rise to an induced field acting back
the electron and therefore responsible for a given ene
loss. The electromagnetic response of such nanoparticle
described by their response functiongQ(v) ~whereQ is the
momentum transfer!, which is defined as the proportionalit
coefficient connecting the induced electric potential to
external applied one. Particularly, in the case of tubu
nanoparticles, the momentum transfer decomposes in
component parallel to the direction of the tube axis (kz com-
ponent! and an angular component (m\ component!. Due to
the symmetry of the problem,m takes discrete integer value
while k is a continuous variable. The surface-plasmon ex
tations are described in terms of resonances in the resp
function. More specifically, in a nonpenetrating geome
and for a given impact parameterb, the EELS spectrum can
be expressed as

Pm,k~v,b!5(
m

E dkCm,k~v,b!Im@gm,k~v!#,

whereCm,k(v,b) is a kinematical factor depending on th
experimental conditions~impact parameter, momentum
transfer, and acceleration voltage!. At large impact param-
etersb, Cm,k(v,b) decreases exponentially withb. Thus, as
we probe in such a nonpenetrating geometry the evanes
electromagnetic field decaying from the surface of the na
particle into vacuum, these measurements are also referr
as near-field EELS spectroscopy13 measurements.

In order to interpret our data, we have performed t
EELS spectra simulation within the nonretarded continu
dielectric model. This approach has been developed so
for spherical anisotropic particles.6 EELS spectra simulation
in this spherical geometry has already proved to give a g
agreement with experimental near-field EELS data on car
nanotubes and onions.9 In order to better account for th
object geometry, simulations based on an extension of
model to cylindrical geometry are presented. Therefo
these simulations account for both an accurate descriptio
the dielectric properties of the constitutive material~via the
continuum dielectric model and the dielectric tensor
graphite! and the exact cylindrical geometry of the expe
ment. A detailed description of the analytical and compu

e
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DIELECTRIC RESPONSE OF ISOLATED CARBON . . . PHYSICAL REVIEW B66, 155422 ~2002!
tional details can be found in Ref. 11. The starting hypothe
of the continuum dielectric model is that the response fu
tion of the nanoparticle is obtained using the local bulk
electric properties of the material constituting the nan
object. The nanotube is then considered as a hol
nanocylinder made of a continuous medium, consistent w
the fact that the transferred wavelength is very long as c
pared to the interatomic distance in graphite lattice. Here
we are dealing with C nanotubes, the input dielectric c
stant for the simulation was introduced through tabula
values obtained from compiled optical and EELS measu
ments on graphite22 ~see Fig. 2!. Because graphite is an an
isotropic material, a tensorial description of the dielect
properties is necessary. We define the anisotropy axisc as the
axis perpendicular to the basal planes. Then,«' corresponds
to the tensor component associated with the response
momentum transfer perpendicular to thisc axis. The excita-
tions associated with«' will also be named in-plane excita
tions. Similarly,« i is the component associated with a m
mentum transfer parallel to thec axis, referred to as out-of
plane excitations. Finally, the specificity of carbo
nanotubes, which constitute cylindrical locally anisotrop
particles, is to require an adapted extension of this ma
scopic theory: the dielectric tensor is then expressed a
tensor locally diagonal in cylindrical coordinates.11 This pro-
cedure is similar to that previously used for spheri
geometry.4,9

FIG. 2. The dielectric tensor of graphite, as compiled by Dra
~Ref. 21!. The real and imaginary parts of each component
displayed, respectively, with solid and dashed lines.
15542
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III. RESULTS AND DISCUSSION

A. General features

In the following, an interpretation for the near-field EEL
spectrum of a SWCNT is put forward. It issues from a d
tailed analysis of spectra recorded on a collection of in
vidual C nanotubes with different numbers of layers andr
andR values wherer andR are defined for MWCNTs as the
internal and external radii, respectively.

Figure 3~a! shows near-field EELS spectra acquired
grazing incidence for different C nanotubes made of one
five coaxial graphene layers and the second derivative of
spectra are shown in Fig. 3~b!. Ther /R ratio values reported
on the figures increase from top to bottom. For SWCNTs,
estimation of ther /R value is not straightforward. As labele
in Fig. 3, this ratio is approximated by taking the limitr /R
→1. This point will be discussed more extensively later
the text. The signals in the normal mode are subtracted f
the zero loss peak by spatial difference~the spectrum de-
tected when the probe passes through empty space far
the nanotube, where no loss is expected, is subtracted
the spectrum of interest, after normalization!. The second
derivative mode was calculateda posteriorias a second dif-

e
e

FIG. 3. Experimental EELS spectra recorded at grazing in
dence on C nanotubes with differentr /R ratios. ~a! Spectra sub-
tracted from the elastic peak by spatial difference.~b! Second de-
rivative mode in the energy range 10–30 eV.
2-3



l f
e
he

ge
e
e
e
ea
o

.

-

t

gh
y
a

m
he
e

th
e

ck

F
ite
N

en
-

e
V

-
the
still

ta
-

pec-
ing
ex-

th
d
se

oth
a-

n-

ic

xcit-
sor
ube
ite
a

o

g
d

O. STÉPHAN et al. PHYSICAL REVIEW B 66, 155422 ~2002!
ference of normal spectra. This data processing is usefu
a clear identification of the different energy modes. Howev
relative intensities in the second derivative curves are t
meaningless.

All spectra exhibit two well-separated groups of lar
resonances. The sharpest resonance centered on 5–6
attributed to excitations ofp electrons while the broader on
above 10 eV impliesp- ands-electron excitations. Since th
p-plasmon excitations are partly blurred by the no-loss p
and since they are less sensitive to the tube morphology,
analysis focuses on the features appearing above 10 eV

B. Effect of the r ÕR ratio

Analyzing Fig. 3, forr /R,0.5, the spectrum is very simi
lar to that recorded on large MWCNTs~typically made up of
10 to 30 shells withr /R values of 0.1–0.2! with two major
peaks centered at 15 and 17 eV and with a shoulder a
eV.9 When ther /R ratio increases, i.e., (0.65,r /R,0.73),
the two major modes merge progressively, and the hi
energy mode intensity decreases. Then, for a single la
with R56 Å, one single mode remains at 15 eV while
weak shoulder is observed at 19 eV. Note that, in this li
case, a redefinition ofr /R is necessary and is based on t
arbitrary choice of the effective dielectric thickness. We b
lieve that a pertinent estimation of this thickness is of
order of 1 Å, which is roughly the order of magnitude of th
pz orbital expansion. If we consider the same effective thi
ness for both SWNTs, ther /R ratio will be closer to one as
the tube radius increases.

The corresponding simulated spectra are gathered in
4. Good agreement is found with the general trends exhib
in the experimental data described earlier and the SWC
spectrum is well reproduced for the limit ofr /R values close
to 1. More specifically for SWCNTs, the difference betwe
the tube withR56 andR511 Å is also quantitatively repro
duced. The tube withR511 Å ~and an effective dielectric
thickness of approximately 1 Å! is very similar to simula-
tions obtained forr /R very close to 1, i.e., 0.95, while th
tube with R56 Å presents an important shoulder at 19 e

FIG. 4. Simulation of EELS spectra at grazing incidence
carbon nanotubes with external radiusR520 nm and variable inter-
nal radiusr. From top to bottom, spectra computed for settin
respectively, the radius ratior /R to 0.05, 0.75, 0.80, 0.85, 0.90, an
0.95.
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and then is very similar to ther /R50.85 simulated spec
trum. We want to emphasize here the striking result that
r /R dependency of the dielectric response of nanotubes
remains for monoatomic wall nanotubes.

From this collection of simulated and experimental da
and from previous work,4,12,23 two regimes can be distin
guished: a first one for 0,r /R,0.6 where spectra show
little variation as a function ofr /R ~see, mainly, Refs. 4 and
23! and a second one for 0.6,r /R,1, where a rapid evolu-
tion of the spectra is observed. These two regimes, res
tively, correspond to regimes of weak and strong coupl
between surface plasmons excited on both internal and
ternal surfaces of the nanotube.

Features in the EELS spectrum from MWCNTs wi
small r /R values (r /R,0.5) have been interprete
elsewhere.9 The important idea to be recalled is that for the
r /R values, each observed surface-plasmon mode~at 14–15
and 17 eV! possesses a complex character involving b
components of the dielectric tensor of the bulk lamellar m
terial. In other words, both modes involve a mixing of i
plane~related to«') and out-of-plane~related to« i) excita-
tions of the electron gas. This mixing in the dielectr

FIG. 5. ~a! Simulated EELS spectrum of a C nanotube with a
vanishing cavity (r /R50.05) and large wall thickness~solid line!.
Dotted line: spectrum obtained for the same nanotube when e
ing only the parallel component of the graphite dielectric ten
(«'51). Dashed line: spectrum obtained for the same nanot
when exciting only the perpendicular component of the graph
dielectric tensor (« i51). ~b! Same spectra for a nanotube with
vanishing wall thickness and large cavity (r /R50.95).
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DIELECTRIC RESPONSE OF ISOLATED CARBON . . . PHYSICAL REVIEW B66, 155422 ~2002!
excitations is illustrated in Fig. 5~a!. Together with the EELS
simulated spectrum are shown two curves correspondin
two situations where«' and« i have successively been set
1. This corresponds to assume that the nanoparticle is loc
transparent~i.e., does not get polarized! along the direction
perpendicular~respectively, parallel! to the local anisotropy
axis, and therefore an incident radiation can excite only tr
sitions implying the parallel~respectively, perpendicular!
component of the dielectric tensor. From Fig. 5~a! it can be
seen that the contributions of both component curves ca
be separated, which evidences the mixed character of
surface modes.

Finally, we mention that this series of experiments va
dates the theoretical predictions of the dielectric model t
the relevant parameter is ther /R ratio rather than the abso
lute valuesr andR.4,5,23Further discussion on that point ca
be found in Ref. 11~more precisely, it is shown that in ou
scattering geometry, forR,20 nm, negligible variations in
the spectrum are expected as a function ofR!.

C. Dielectric response of a SWCNT

We now focus on the strong-coupling regime of the s
face plasmons of hollow anisotropic cylinders and more s
cifically on ther /R→1 limit. In this regime, we have alread
noted the existence of two surface modes at 15 and 19
respectively~the highest one vanishing significantly in inte
sity! @Figs. 3~a! and 5~b!#. The simulation in Fig. 5~b! also
shows a decoupling of in-plane and out-of-plane excitati
~contrary to smallr /R ratio values for which a decompos
tion of the spectrum into two components of pure charac
is impossible!. The 15 eV can be exclusively associated w
the in-plane component of the dielectric tensor while
19-eV mode noticeably implies the out-of-plane compon
only. Such a splitting of the anisotropic electron-gas respo
into pure in-plane and pure out-of-plane responses, as a
sult of electrostatic surface coupling, has already been s
ied for WS2 nanotubes.12 Moreover, the lowest-energy mod
can be shown to correspond to a tangential mode~with field
lines parallel to the surfaces of the nanotube! while the
highest-energy mode is a radial mode~the field lines are
perpendicular to the surfaces!.12 The radial and tangentia
modes in a cylinder are, respectively, the counterparts of
antisymmetric and symmetric modes in a slab. In Ref. 12,
tangential mode was related to a maximum of Im(«'), while
the radial mode corresponded to the bulk plasmon energ
the out-of-plane dielectric constant@defined by the simulta-
neous conditions Re(«i)50 with a positive slope and a sma
value of Im(«i)]. This correspondence is even more evide
for carbon nanotubes, due to the stronger anisotropic cha
ter of the dielectric tensor of graphite. From Fig. 2, we not
that the energy position of the 15 eV mode coincides with
energyv0,' of the maximum of Im(«'), while the energy
position of the 19 eV mode is very close to that of the bu
plasmon in the« i component (vp,i). Moreover, the decreas
15542
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in intensity of the highest-energy mode~19 eV! can be un-
derstood as follows: the intensity of the radial mode, nam
the intensity of the response with a field perpendicular to
surfaces, is all the weaker as the wall thickness beco
smaller.24 The single mode of SWCNTs centered at 15 e
can then be described within the framework of the dielec
model as the limiting case when the radial mode vanis
and the tangential mode only remains.

This points out the surprising result that the continuu
dielectric model remains relevant even for a monoatom
layer object. As a matter of fact, this is a consequence of
strong anisotropic character of the graphene sheet and o
graphite stacking. The dielectric response of bulk graph
should differ from that of graphene as a consequence of
weak van der Waals interaction between adjacent graph
atomic layers. To explain our results, we can point out t
the out-of-plane excitation, which should be more sensit
to interlayer coupling, vanishes in the case of SWCNTs si
the radial mode vanishes. Thus the dielectric response o
SWCNT is mainly driven by the in-plane response of t
graphene sheet through Im(«'), which is expected to be
nearly independent of the presence of the adjacent sheets
therefore is quite similar to that of graphite.25 Further calcu-
lation of the electron states in SWCNTs is required to co
firm these simple arguments and extend them to the inter
tation of the optical properties.

IV. CONCLUSION

Spatially resolved EELS measurements in a near-field
ometry in a STEM can be used to measure the dielec
response of individual SWCNTs. We have demonstrated
this response can be understood by accounting for the str
coupling limit of surface plasmons in thin MWCNTs. Indee
the single observed mode centered at 15 eV can be in
preted as the remanence of a tangential~antisymmetric!
mode while the radial~symmetric! mode disappears for van
ishing wall thickness. We therefore validate one of the ma
predictions of the dielectric theory, i.e., ther /R ratio depen-
dence of the energy position of the surface-plasmon exc
tions in hollow nanoparticles. We have shown that the not
of dielectric continuum remains relevant for the descripti
of such a monoatomic layer object.
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